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MEERSBLOEM-MELDEN 42, OUDENAARDE,B-9700,Belgium

Attn

Peter De Mezure

The following sample(s) was/were submitted and identified on behalf of the client as:

Sample Description

Buyer
Manufacturer
Model Name
Country of Origin
Country of Destination
Size

Protective toe cap
Insert Plate
Upper

Vamp Lining
Quarter Lining
Counter Lining
Insole

In-sock (foot-bed)

Sole (Midsole & Outsole)
Tongue

Collar

Lace

Sewing Thread
Judgment Accordance

Sample Receiving Date
Testing Period
Test Result(s)

A: Three pairs of ankle boots in black(SAFETY STAR)

B: Three pairs of black polyester SJ BK Mesh + EVA (SJECO) insocks
C: Three pairs of black polyester SJ BK Mesh + SJ FOAM (PU)insocks
D: One pair of low shoes in black(SAFETY STAR S3 LOW(SI110019A))

SAFETY JOGGER

CORTINA N.V.

SAFETY STAR S3 LOW(SI110019A) / SAFETYSTAR
China

United States,Europe

Men's US 9

Steel Toecap

Steel Insert

Black PU Coated Embossed Cow Leather
Grey polyester non-woven Fabric

Black polyester SJ BK Mesh

Black polyester SJ BK Mesh

Grey polyester non-woven fabric

Insock1: Black Polyester SJ BK Mesh + EVA (SJ ECO) Insock2: Black Polyester
SJ BK Mesh + SJ FOAM(PU)

BLACK PU/PU
BLACK PU
BLACK PU
Black polyester
Black polyester
ASTM F2413-18

Jan 27, 2022
Jan 27, 2022 - Feb 11, 2022

Unless otherwise stated the results shown in this test report refer only to the
sample(s) tested, for further details, please refer to the following page(s).
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Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Asan_Huang(Approved Signatory)

SGS does not verify authenticity of any Brand/Trademark of products. Buyers must check if the product
is genuine with the Brand/Trademark owner directly.

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic Documents a H wwws s.com/en erms-an Cnndxtmns/‘l’arms e Documant as x
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues ny

advised that information contained hereon reflects the Company's ﬂndmgs at the time ol Its In(ervemxon only and wnhin tha IImIts of
Client's instructions, if any. The Company’s sole responsibility is to tts Cllent and this ciocumem does not exonerate parties to a
transaction from exercising all their rights and obllgatlons under the t 1t cannot be reproduced
except in full, without prior written approval of the C Any thorized alterati org;ery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extenl of the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs. com

198 Kezhu Road, Scientech Park Guangzhou Economi Development Distict Guangzhou,China 510663  t (86-20) 82155555 f (86-20) 82075169 www.sgsgroup.com.cn
q’l M - BFEART R E AR %1088 S48 510663 t (86-20)82165555 f (86-20)82075169 € sgs.china@sgs.com

Member of the SGS Group (SGS SA)



Test Report SL92209231256401FW

U
S
S

-

Tl \‘H'\‘

-.'n.
'f"rf

N
f’"f:i“

s Sl
Faly iy

Date:February 11,2022

Conclusion A US 9%

Remark

Static Dissipative P

Remark(s) : P = Meet Client's Requirement.
F = Below Client's Requirement.
# = No Specified Requirement.

NA = Not Applicable.
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Test Result

Static Dissipative

(ASTM F2412-18a, Clause 10;Test Voltage: 50 V)

A US 9# +B
No. 1 No. 2 No. 3 Average |Requirement
Electrical Resistance SD10:1 ~
(Lef)(MQ) 5.1 5.0 8.2 6.1 10 MQ
Electrical Resistance SD10:1 ~
(Right)(MQ) 3.2 7.2 3.2 4.5 10 MQ
Electrical Resistance SD10:1 ~
(One Pair)(MQ) 26 3.5 2.7 2.9 10 MQ
Conclusion Pass
A US 9# +C
No. 1 No. 2 No. 3 Average |Requirement
Electrical Resistance SD10:1 ~
(Lef)(MQ) 5.0 52 8.5 6.2 10 MQ
Electrical Resistance SD10:1 ~
(Right)(MQ) 3.0 7.3 3.2 4.5 10 MQ
Electrical Resistance SD10: 1~
(One Pair)(MQ) 23 36 28 2.9 10 MQ
Conclusion Pass
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Sample Photo

Product information is provided by applicant without
verification or authentication of the brand.
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The sample has not been tested and provided by the client for
reference only
Product information is provided by applicant without
verification or authentication of the brand

The statement of conformity in this test report is only based on measured values by the laboratory and does not
take their uncertainties into consideration.

**End of Report™*
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